L He Tank Cold Shock, Bus Duct Pressure
Test, Bust Duct and LHe Tank Pressure Test
and Bus Duct and L.LHe Tank Test Reports



Lead Chimney Bellows and Chimney and
LHe Tank Photos



Meyer Tool & Mg One

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453

708 / 425-9080
FAX 708 / 425-2612

COLD SHOCK TEST REPORT
MTM JOB NO.: IS /8 ~0d ¥
CUSTOMER: LK VL
MTM DRAWING/ASSEMBLYATEMNO.: | D 42 750 LoV A
COMPONENT SERIAL NUMBER : Lok 3
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Meyor Jool & Mfg.. e

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453

708 / 425-9080
FAX 708 / 425-2612

PNEUMATIC PRESSURE TEST REPORT

MTM‘JOB NO.:

CUSTOMER:

MTM DRAWING/ASSEMBLY/ITEM NO.:
COMPONENT SERIAL NUMBER :
COMPONENT DESCRIPTION:
PRESSURE GAUGE(S) TAG NO.:
PRESSURE GAUGE(S) RANGE:

TEST PRESSURE:

GAS USED:

PROCEDURE USED:

RESULTS/COMMENTS:

OPERATOR:
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Meyer Tool & Mg e

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453
708 / 425-9080
FAX 708 / 425-2612

PNEUMATIC PRESSURE TEST REPORT

MTM JOB NO.: OO9/P
CUSTOMER: L B ML
MTM DRAWING/ASSEMBLY/TEMNO.: |  &SFSo# JYCIIO
COMPONENT SERIAL NUMBER : Box B
COMPONENT DESCRIPTION: [ TA0 Helwns Hess( TEs77
PRESSURE GAUGE(S) TAG NO.: PG -2
PRESSURE GAUGE(S) RANGE: O/ Qo0 _psic
TEST PRESSURE: ©3.S_ pve
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Meyer Tool & Mg Jne.

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453
708 / 425-9080
FAX 708 / 425-2612

PNEUMATIC PRESSURE TEST REPORT

MTM-JOB NO.:

CUSTOMER:

MTM DRAWING/ASSEMBLY/ITEM NO.:
COMPONENT SERIAL NUMBER :
COMPONENT DESCRIPTION:
PRESSURE GAUGE(S) TAG NO.:
PRESSURE GAUGE(S) RANGE:

TEST PRESSURE:

GAS USED:

PROCEDURE USED:
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Meyer Fool & Mig., Jue.

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453

708/425-9080
FAX:708/425-2612

HELIUM MASS SPECTROMETER

LEAK DETECTION TEST REPORT

MTM JOB NO.:

CUSTOMER;:

MTM DRAWING/ASSEMBLY/ITEM NO.:
COMPONENT SERIAL NUMBER:
COMPONENT DESCRIPTION:

MSLD TAG NO.:

CALIBRATED LEAK TAG NO.:

sensitvity ( [l mstp [ svsTem):

TEST PERFORMED ON SCALE:
INITIAL READING:

FINAL READING:

LEAK RATE (ATM CC/SEC)
PROCEDURE USED:

RESULTS/COMMENTS:
(NOTE: Record hood test time vs.
MSLD reading in this section.)

OPERATOR:
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Meyer: Tool & Mg, Jne

4601 SOUTHWEST HWY., OAK LAWN, ILLINOIS 60453

708 / 425-9080
FAX 708 / 425-2612

PNEUMATIC PRESSURE TEST REPORT

MTM JOB NO.:

CUSTOMER:

MTM DRAWING/ASSEMBLY/ITEM NO.:
COMPONENT SERIAL NUMBER :
COMPONENT DESCRIPTION:
PRESSURE GAUGE(S) TAG NO.:
PRESSURE GAUGE(S) RANGE:

TEST PRESSURE:

GAS USED:

PROCEDURE USED:

RESULTS/COMMENTS:

OPERATQR:
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Meyer Tool & Mjg., Ine.

4601 SOUTHWEST HWY., OAK LAWN, [LLINOIS 60453

708/425-9080
FAX:708/425-2612

HELIUM MASS SPECTROMETER

LEAK DETECTION TEST REPORT

MTM JOB NO.:

CUSTOMER:

MTM DRAWING/ASSEMBLY/ATEM NO.:
COMPONENT SERIAL NUMBER:
COMPONENT DESCRIPTION:

MSLD TAG NO.:

CALIBRATED LEAK TAG NO.:

seNsITVITY ( X msLo [ | sysTem):

TEST PERFORMED ON SCALE:
INITIAL READING:

FINAL READING:

LEAK RATE (ATM CC/SEC)
PROCEDURE USED:

RESULTS/COMMENTS:
{NOTE: Record hood test time vs.
MSLD reading in this section.)

OPERATOR:
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